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CERTIFICATION OF ANALYSIS

7 E5(COA)

GRADE NAME : G34-26-30-330

N.S.A ASTM Limit

M2/g D6556 80.3 72/86
5 ii{E Lodine Number Mgl2/g D1510 81.9 77/87
DBP T UZ{E DBP Abs. Number Cc/100g D2414 100.1 97/107
NZJRE Heat Loss % D1509 0.7 2.0% MAX
Residuce U.S#35 % D1514 0.0000 0.0010% MAX
Residuce U.S#325 % D1514 0.0195 0.1000% MAX
PH D1512 7.8 6.0/9.0
3 Ash % D1506 0.41 0.75%/MAX
= 17(BEE) Tinting Strength

% - 103 -

(% vs IRB#3)
EHZR(Q/mm) 1.04
RUBBER DATA
(Natural Rubber ASTM D3192,Cure@?293F)
30’ Tensile strength VS.IRB#7 kg/cm? D3192/D412  -12.9
30’Modulus at 300% VS.IRB#7 kg/cm? D3192/D412  -8.2
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